Jan. 4, 1949, E. SIMON ETAL 2,458,032
METHOD OF CEMENTING METHYL METHACRYLATE PLASTICS
Original Filed Jan. 26, 1942

PREPARE MATCHING FAY-
ING SURFACES ON PARTS
TO BE CEMENTED

CLEAN FAYING SURFACES -

MASK ADJACENT AREAS AROUND FAYING
SURFACES

APPLY PARTIALLY POLYMERIZED CEMENT TO FAYING
SURFAGES

JOIN FAYING SURFACES WITH SLIGHT PRESSURE TO EXCLUDE AIR
BUBBLES AND EXUDE EXCESS CEMENT

POLYMERIZE GEMENT BY EX-
POSURE TO SUNLIGHT OR
EQUIVALENT

INVENTORS
ELI' SIMON &
BY - MELVIN F. GEORGE JR.
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